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JIN HUA DA RONG PAINT CO.,LTD.

THE 6TH FACTORY WORKSHOP, NO.399 OF SHICHENG ROAD, QIUBIN INDUSTRIAL AREA, JINHUA 

CITY, ZHEJIANG PROVINCE.

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : WATER-BASE 

COLORING COATING.

SGS Job No. : NBHL1809015031CW - NB.

Client Ref. Information :. RWP-9611 P/GRAY ;RWT-6A670 T/KHAKI.

Date of Sample Received :. 10 Sep 2018.

Testing Period :. 10 Sep 2018 - 14 Sep 2018.

Test Requested :. Selected test(s) as requested by client..

Test Method :. Please refer to next page(s)..

Test Results :. Please refer to next page(s)..

Result Summary :.

Test Requested. Conclusion.

FDA 21 CFR 175.300–Total extractives.. PASS.

. .Approved Signatory.

Iris Xiao.

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Ningbo Branch.
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Test Results :.

Test Part Description :.

Specimen No.. SGS Sample ID. Material

(claimed by the client).

Description.

SN1. NGB18-048434.001 COATING+METAL.Brown coating on metal .

FDA 21 CFR 175.300–Total extractives.

Test Method :. With reference to FDA 21 CFR 175.300..

Simulant Used. Time. Temperature. Max. Permissible 

Limit.

Result of 001

Total Extractives

.

8% Alcohol.. 2.0hr(s).. 150°F.. 18mg/inch². <0.1mg/inch².. .

n-Heptane.. 0.5hr(s).. 100°F.. 18mg/inch². <0.1mg/inch².. .

Distilled Water.. 2.0hr(s).. 150°F.. 18mg/inch². <0.1mg/inch².. .

Notes :.

(1) hr = hour

(2) < = less than

(3) ⁰F = Fahrenheit degree

(4) mg/inch² = milligram per square inch.
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Sample photo:.

NGBHG1804843401

NGB18-048434.001.

SGS authenticate the photo on original report only.

*** End of Report ***.


		2018-09-14T12:41:32+0800
	Shenzhen
	SGS officially issued document




