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JIN HUA DA RONG PAINT CO.,LTD .

THE 6TH FACTORY WORKSHOP, NO.399 OF SHICHENG ROAD, QIUBIN INDUSTRIAL AREA, JINHUA 

CITY, ZHEJIANG PROVINCE.

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : MEGASTONE PREMIUM 

COATING.

SGS Job No. : NBHL1909015352CW - NB .

Date of Sample Received : . 17 Sep 2019.

Testing Period : . 17 Sep 2019 - 24 Sep 2019 .

Test Requested : . Selected test(s) as requested by client. .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

Result Summary : .

Test Requested. Conclusion.

Standards and Specifications for Food Utensils, Containers and Packages, 

Ministry of Food and Drug Safety, Korea -Overall migration ..

PASS.

. .Approved Signatory .

Lucia Liu.

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd..
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Material

(claimed by the client).

Description.

SN1. SHA19-203139.001 METAL +PTFE 

COATING .

Metal pan with black PTFE coating .

Remarks :

                 (1) mg/dm² = milligram per square decimeter

                 (2) mg/kg = milligram per kilogram

                 (3) ℃= degree Celsius

                 (4) < = less than

                 (5) MDL = Method Detection Limit

                 (6) ND = Not Detected ( < MDL)

Standards and Specifications for Food Utensils, Containers and Packages, Ministry of Food and Drug Safety, 

Korea -Overall migration.

Test Method : . With reference to Standards and Specifications for Food Utensils, Containers and Packages, 

Ministry of Food and Drug Safety, Korea. .

Simulant Used. Time. Temperature. Max. Permissible 

Limit.

Result of 001 Conclusion.

4% Acetic acid .. 0.5hr(s).. 100℃.. 30mg/L. <10.0mg/L.. PASS..
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Sample photo: .

SHAHG1920313901

SHA19-203139.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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